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EN 1304:2013 
Clay roofing tiles type hand-made for roof covering or external wall 

cladding or internal wall lining. 

Mechanical resistance properties 
/ flexural strength 

Complies 

External Fire Performance Deemed to Satisfy – Attestation of 
Conformity 4 

Reaction to Fire Class A1  

Water Impermeability Pass – Category 1 – test method 2 - BSEN 
539-1:2005 

Dimensions and Dimensional 
Variation 

Complies 

Durability – Freeze Thaw Pass – BS EN 539 Part 2 Test for Frost 
Resistance 2013 - Level  1 
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